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SEMI-ANNUAL

This report reviews work perforn-,ed since I March 1967 under

tae research grant NsG-17Z-60, GALCIT 120. Because the end of the

semi-anneal reporting period --_,anuary-'uly -- bisects the intensive
sucnrv.er efforts, we have deferred t_,is report in order to include results

obtained during the last two months. Son-e of the earlier wor[< has been
submitted for oral or journal presentation as listed in the bibliography (I _ 4_

fhe work to be discussed in the following pages covers:

I M'at erial Characterization

a) Wave propagation in a rod

b) Thermorheological sir_plicity in uniaxial tension failure

II Stress Analysis of Crack Geometries

a) Experimental evaluation

b) Large deformation nu._.erical analysis

II 1 Crack Propagation in Sheet Geon_etries

a) Theoretical work

b) Exp e rin_.ental work

Results obtained in these subjects wi]] now be discussed in the order listed.



I L'.AT ERIAL C_{ARA C_F ERiZATiON

As an outgrowth of exa_ ining the n_athe1_atical representation of

linearly viscoelastic n aterials and their use in stress analysis - see

the last serri-annual report (5) - the problem of wave propagation in

Cy _viscoelastic _naterials has been considered and brou_at to conclusion.

It has been shown how ti__einitial ter:,perature affects wave propagation

and that a step pulse travelling initially with the glassy wave speed

changes shape through a transition with ti_e res'alt that the final wave

s_ape is again a step pulse travelling witil the lower wave speed

corresponding to the rubbery _._.odulus.

For the purpose of fracture ,_echanics it can i-_eshown that only

a lin,ited amount of the ivaterial response spectru:m will affect the

motion of a crack running at high velocity.

Using _:_easured n_.aterial properties of Hysol 8705, the response

of a bar to a step displacen-ent at the end was calculated. The result is

su_,_arized in Figure 1 which shows the displace_-nent history at various

stations down the rod. A step travelling with glassy velocity is represented

by a step at [ _-0 and a step travelling with the rubbery speed is represented
n

by a step at '_= i.

In connection with the compilation of characterization data on

Solithane i13, sonde supple_entary tests were pcrforlr:ed on failure data

under constant rates of elongation, i_his was done to check on some

anor_alous appearing points in the already e,_dsting data. When finally

analyzed_ it turned out that the tensile data could not be superposed

according to the shift procedure con-n'_only reasor, ably applicable to failure

data like for r__odulus data, _rhe implication of this _ay be twofold:

Applicability of the shifting phenor_enon to both relaxation (creep)

and failure response has been taken as strong indication that the time

dependence of polyr_er failure _s governed entirely by the viscous

deformation processes of the polymer chains. We are thus confronted

here with a n_aterial which der_onstrates that this hypothesis is too simple

rr_inded. The other i_,plication may be that the ntaterial undergoes internal

deformation processes which are funda_entaIly ',ifferent from those

occurring at small strains and wilich do not follow the ti_e-terr_perature

superposition principle.
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I I S'I'RESS ANALYSIS OF CRACK GEOMETRIES

An earlier experir>ental analysis of the stresses around a crack in a

rubber sheet has been amplified to investigate the effect of tearing on the

deforr ation of the crack boundary. It was found that although the initial

radius of curvature of the crack tip was quite sr_all (less than 0. 00Z inches),

no tearing occurred until this radius had increased by a factor of 250 while

linear elasticity theory would have predicted tearing to occur much sooner.

i_his substantiated through physical r_,easurement a conject,_Ire n entioned

epo rt(5 ),in the last serr_i-annual r nan_ely, that large defor_nations carry a

tre> endous reduction in the strain concentration. Figure Z shows the

relation between applied strain and radius of curvature at the crack tip.

i,oading and unloading occurred after each I0 per cent strain increase: a

chan[_e in this relation did not occur until about 40 per cent at which strain

tip tearing was first observed as craci: tip fraying.

Substantial progress has been made on the numerical, finite ele:_ ent

analysis of an elliptically perforated rubbersheet undergoing large deforn_ations.

In contrast to the earlier calculations involving the integral strain solution

based on {nfinitesirnal elasticity (5) this finite element solution i_r.orporated

r, on-linear material behavior through the use of a neo-_'iookean stress-strain

law. However, just like that integral strain solution, the finite ele_>ent

solution predicts a significant reduction in the stress and strain concentration

factor as a function of strain. ]Figure 3 shows ti_e stress and strain

concentration factors at the root of an ellipse having an aspect ratio (ratio

of _>ajor to minor axis) of 10:1. A more detailed distribution of the rnaxir_al

principal stress along the direction of the :>ajor axis is sho_vn in figure 4

for several values of the overall strain. Note that the distribution of stress

changes with strain. This is prirparily due to the non-linear n.aterial

properties.

In order to provide an overall view of the stress field sonde three-

•-tir_ ensionalplots were prepared, three of which are shown in figure 5 for

different values of the gross strains.
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III CRACK !-_ROPAGATION IN SHEE[ GEOk<ETRIES

The basic idea governing the deforn_ation of crack propagation in

sheet geo1_etries has been advanced in the last report (5). l'hese

calculations have been carried out to the point where realistic _aterial

properties can be substituted for the deterr_Jination of the velocit Fstrain

relation. The material properties are required in the form of the

retardation spectrur_° Calculations are no\v underway to determine this

spectrum,. *

The theoretical calculations based on linear analyses attempt to

calculate from stress analysis and basic n_aterial behavior the rate of

fracture progression. Agreen ent or disagree_eut with experh_ents

will show the degree to which nolo-linear effects _nust be considered.

Since non-linear affects of the kinematic and _naterial type are

concentrated in the crack tip region, it is of interest to investigate

whether the crack velocity strain relation can be placed into the frame

work of non-linear viscoelastic response behavior. To that end crack

propagation tests have been run for sonde ti_r;e under various strain

histories. The measurerr:ents of crack propagation under c)clic strain

are being reduced by reading the film records onto IBM cards. Tl{e

con_puter smooths the data and detern,_ines the velocity and provides a

plot of the velocity as well as the Fourier co_ponents of the velocity

history.

* It will be recalled that the deter:_ination of the retardation spectrum

is not possible in a straight forward n_Janncr _ising the nuo:erical

progranos developed earlier(4).
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